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Structure of the presentation

Magnetic Trap and Target Erosion

Effect of Anodes

Example — Heat rise on substrate and anode

Conclusions




A magnetron sputtering plasma

The position and shape of the magnetic field lines over
the target surface will determine the erosion area

Resulting
erosion

High density plasma
= generated by the combine
electrical and magnetic field
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Simple 2 pole magnetic design




Standard 2 pole magnetics offer limited target use
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HY type magnetic arrays yield 40-60% target use
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